Dynamo Eyebolt Whitworth Thread

e Material: High Tensile C1045.
e Self-colour finish.

e Electro galvanised finish available on request.
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e Marked with size, WLL, ID mark & CE. | \‘M/
e To be used for vertical lifting only. T 4
e Heat treated. ;‘
e Supplied with an EC declaration of conformity. l %
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W.L.L A (mm) B (mm) C (mm) D (mm) E (mm) G (mm) H (mm) Weight
tonnes (kgs/each)
0.10 1/4 22 10 26 19 19 6 0.08
0.15 5/16 22 10 26 19 19 6 0.09
0.25 3/8 22 10 26 19 19 6 0.09
0.50 1/2 29 10.3 35 26 25 8 0.14
0.80 5/8 32 13 41 30 29 9.5 0.24
1.20 3/4 41 16 54 33 35 11.1 0.43
2.20 1 52 20.4 62 46 41 12.7 0.88
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